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EUROPEAN REACTION TO FIRE CLASSIFICATION REPORT
ACCORDING TO THE EUROPEAN STANDARD EN 135011

Mobfied Bady by the Franch Slate besides the Evropesn Commission under number | 0071

Product standard | NF EN 14041
Reasilient, textile and laminate floorcoverings

(fres transtation of French classtication report n* G031 70T CEMATEMT)

N*G031707 - CEMATE/42

Material submitted by : GERFLOR _

30 Cours ds s Rapubligue

BREZT VILLEURBANNE Codix

FRANCE
Commergial trademark TARASAFE STANDARD | TARABAFE SLUPER
Production site GERFLOR Tarars

4.3 Bowlovard Carlbatd)

GU1T0 TARARE
Brinf dascription Floprtouering o P
Date of report : 2008, Juby 12"

Only full reproduction of the prasent document is authorized.
It contains 4 pages

Laboratoire national de métrologie et d'essais
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1. INTRODUCTION

This classification repor defines |he classification assigned 10 produst in accordance
with the procedures given in EN 13501-1,

DETAILS OF CLASSIFIED PRODUCT

2.1, MATURE AND END USE APPLICATION

VFHE type (NF EN 648 standard) lloorcovering.

2.2. DESCRIPTION

Characteristics product :

Praduct

TARASAFE STANDARD
TARASAFE SUPER

Thicknoss in mm

Mass por unit sguare
meter in gim®

Waaring faver |
Calendered  plashicized PYC  with
ncruestation of paricles: of carbide of

| silicium and colouted grains of PVEC

TARASAFE STANDARID
1,00 mm
TARASAFE SUPER
1,00 mm

Backing
Calencered piasticized PVC renforced of a
complex non-woven material | glass fibre

jed

= TARASAFE STANDARD

1,00 mm

TARASAFE SUPER
1,20 mim

Total thicknass :
TARMSAFE STANDARD
£ mm
TARASAFE SUPER
2,20 mm

Tidafanes {1, 15«15

TARASAFE STANDARD
2700
TARASAFE SUFER
2800

Tolerarss - -100+13- %

Text report to be fellowed on next page
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TEST REPORTS AND TEST RESULTS IN SUPPORT OF THIS CLASSIFICATION

TEST REPORTS
Name of kaburatory Name af spansal Tt roport ral. n” Test method
Laboratoire naticnal de GERFLOR Fie | GOA1707 Radian! panal
matriogic o d'essais B0 Cours de [a Rapubligue |  CEMATEMD ER 150 5235-1
28 av. Roger Hannaguin BSET VILLEURBANNE
78107 TRAPPES CEDEX | Cetex
TEST RESULTS FOR FLOORINGS
Tast method Mumiber of teats Farameiers Resguiis
| EN 150 52381 5 Coritical it (KWIN°) B.42

Glued o 3 fitre cement
| Bsnasd

Smohke {Ymin)

185

Text report to be followed on next page
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CLASSIFICATION AND DIRECT FIELD APPLICATION

CLASSIFICATION

| Firs tehpviour Smoke produchon Framing dropiets

By s1

FIELD OF APPLICATION

This classification is valid for the product mentionned in § 2.2 or strictly @nd equally
stipulated in the gquoted production site,

Colour | various

Thickness . about 2,00 and 2 20 mm
Glued to A1 and A2 classilied substrates

LIMITATIONS

RESTRICTIONS CONCERNING THE VALIDITY PERIOD OF THE CLASSIFICATION REPORT

Mane.

WARNING

This document does not represent type approval or cerdification of the produet.
Trappes, the 13" of July 2006

The Head of Fire Behaviour Division Tesl Officer

Alain SAINRAT e Luc CHEVALIER
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